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' PROOOCINq PLANT: - APPROVALS:' CANCELS: J-6SOJ 
. .SEAT'!-'LE . DATE: 4-8-74 -... " -

BUUETIN DESCRIPl'ION . % POUNOO GAU.ONS 

.165 • Ground Raw Gypsum 58.79 3800 

489 Wollastonite 3.87 250 

442 Talc . 1.55 100 . 
086 Celite 4J4 1.55 100 

052 Attagel 40 o.oa 5 . 
245 Methocel 228 0.25 16 

JJO Po~nyl Alcoh<>l o.oa 5 

45J Preservative - Dowicil 75 0.09 6 

470 PVAc Emulsion ( 4 . 41~ on ~olids) 5.14 . 112 16 

. 284 ·oleic Acid O."l7 '21. 

. 
1.50 Triethanolamine 0 19 12 

457 · NoJl<lo NXZ ( defoamer) 0 19 12 

267 Odorless Mineral Spirits 0.77 50 a 

Water - start 24.45 1580 190 

Water - adjust to std. viscosity 2.63 170 20 

roT AT, 100_00 6462 

MAliUFACT!JRING INSTRUQTIQNS: -
1. See Process.Bulletin J-2. 
2. Dry blend all powder materials 8 minutes. . 
J. For summer conditions add 8 gallons Ethylene glycol or Diethylene' glycol 

per batch and increase Methocel to 20 lbs, per batch. " 

aJAI.ITY CONTROL: ' 
. 

TM-1 Viscosity, Vicat, 150 gm cyl@ _5 sec. 20- 23 mm 
TM-lA Viscosity, Brookfield, cps 230,000 -•270,000 

. ---~-- . TM-6 Application ·No lumps 
TM-7 Workability Equal to standard , __ .> .. 

-- ., 
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